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Protruding optical fiber pigtail SC ferrule
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Protruding fiber pigtail is a kind of assembly which install a ceramic ferrule to the end of the coated bare fiber and keep
the fiber’s endface some distance from the ferrule’s endface . Different from the traditional fiber and ferrule flat
assembly way. Protruding fiber pigtail can eliminate film cracking caused by inconsistent thermal expansion coeflicients
of different substrates  ( fiber,epoxy.ferrule ) under the coating layer and has obvious advantage in fiber coupled high
power laser diode.

. Product Application

GO AR ASIERE 75 Fiber laser pump diode coupling

- Tl S WO I T 22464 High power laser processing flexible transmission
EIT WO SRS Mt Medical laser equipment coupling transmission

- D ER WO High power laser test and measurement

SCEFAR IR GRS ) Fiber Optic Sensor (Connecting photoelectric detector)

Product Feature

GEF S T BRI, N AR A W K, 3k G DR B Bk B S B SO RS, A RO B8 64 I i . The fiber

tip 1s directly polished without any epoxy in the process, which can avoid laser absorption caused by epoxy residue and

reduce the fiber burn rate efficiently

B AF S T G S e PER S, 2R b RIIRORTER 2. High quality fiber tip polishing surface, without scratches and
particles on the fiber core.

DO BOC LT ST AR RO B A BN, W ERIBLZ T A F2EM R IR R A S U BZE TR . Coat
only on bare fiber tip (without ferrule &epoxy), which can eliminate film cracking caused by inconsistent thermal
expansion coefficients of different substrates under the coating layer.

=3B B 4ol R0 B KT BE SRR RS W (R, A7 BRI i COD HliEYS . Avoid the impact of the ferrule and epoxy
on the laser chip at a close distance, effectively reducing COD and chip Contamination.

E% A SR e 40 O B L, e A (> 200 JR P HOK, FEE S =J7INE) o Low heat absorption and
high laser damage threshold of coating layer, Optical damage threshold (> 200 MW/cm2, Test by Quantel USA,)
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@EESHL product Parameter

FEAELS Fiber Type MM-S105/125-15A, Core/Clad:105/125um, 0.15NA; BY & P {§ &

Customer Specified

FEAH<E Length of the fiber 200+/-10cm ; BkZF$STE Customize

{EEZ 44 Coating Parameter 1B fE Anti-reflection coating, R<0.5@780-1000nm ; B = F E
_ Customize

Z=EC73 3 Assembly Method BT EREEER sC MERT |, AL HBEGIHE install SC

ceramic ferrule to the end of the coated bare fiber , and keep the

fiber tip protruding from the ferrule tip.

T HISE Protruding tip length | 1+/-0.2mm ; Bk EFISTE Customize

YEASERY Fiber ferrule type e SC By LC [A=IE s ; Bk E P IEtRME & Sy , Standard SCor LC |

ceramic ferrule: or Customized ferrule

Product Image

Email: contact@photonstream.com Tel: (+86)-755-8416 6678 Fax: (+86)-755-8456 0576
Phl: www photonstream.cn Hivhl: BRI R B X P P ALRS 88 5 S Tolkfd 2 B 5 B

*E: %EE Smooth the light way
PHOTONSTREAM

AR Coating Witness Test Spectrum
R<0.5%@780-1000nm
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